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Magnetic force microscopy (MFM)

& SQUID measurements

-1.0 -0.5 0.0 0.5 1.0
-1.0

-0.5

0.0

0.5

1.0

 

 

m
/m

(1
T

)

µ
0
H [T]

MFM

V. Bliznyuk, S. Singamaneni, S. Sahoo, S. Polisetty, Xi He, and Ch. Binek,  

Nanotechnology, 2009, 20 (10) 105606.
2

topography


